GRAVEL BORROWCUBIC YARD
DESCRIPTION:  
This item of work shall consist of furnishing and placing gravel borrow.

REFERENCES:

Materials and construction methods shall conform, insofar as applicable, to the requirements of the Massachusetts Standard Specifications for Highways and Bridges, dated 1988, together with all errata addenda, additional revisions, and supplemental specifications, all of which are hereinafter referred to as the Massachusetts Standard Specifications.

MATERIALS:

Gravel Borrow shall conform to the relevant provisions of Section 150, Embankment, of the Standard Specifications and the following special provisions.

All materials used for sidewalks shall conform to the requirements of Subsection M1.03.0, Type b.

All materials shall be placed and compacted as specified, and as directed by the Engineer.

METHODS OF MEASUREMENT AND BASIS OF PAYMENT:

Gravel Borrow will be measured by the actual number of cubic yards placed. Payment for work completed shall be at the contract unit price bid per cubic yards within the limits of work. Payment shall also include full compensation for all tools, machines and labor, and all other work necessary to complete the work in a satisfactory manner.
END OF SECTION
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